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SUMMARY

--This report discusses a nondestructive test technique which

has the potential for measuring the degree of fatigue in military

. bridge structures.-- The technique is called Internal Friction

Damping Nondestructive Evaluation (IFD-NDE). -lhe physical prop-

erty that is monitored if t is technique is the rate at which an

energy impulse imparted to a material or structure decays due to

the internal friction of the material. A change in tht rate of de-

* cay reflects changes in the basic chemical and/or mechanical prop-

erties of the material due to an accumulation of subtle material

variables. These material variables include rZ grain size, chem-

ical compositions, interstitial elements, dislocations, precipitate

particles, strain rate effects, etc.

By proper monitoring of the accumulation of these variables

it has been shown in some materials to be possible to predict the

remaining fatigue life before failure occurs,; - L'

It was the objective of-Fthis program to adapt the IFD-NDE

* technique to military bridges by first identifying the character-

istic damping coefficient versus fatigue life curve for bar spec-

imen c- the materials 1used in- thbridges.

* The results of the work generally show that for the 6061 and

7075 aluminum alloys, the damping coefficient remains fairly con-

stant until a point of approximately 30 percent remaining material

* life where a noticeable spike occurs in the data. Afterwards the

V damDng coefficient returns to a nominal value. For the 7005

-""
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aluminum alloy, no correlation was found between the remaining

fatigue life and -th'damping capacity.
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PREFACE

This work was performed under the Small Business Innovative

Research Program and administered by the U. S. Army Belvoir Re-

search and Development Center in Fort Belvoir, Virginia.

The procuring instrument identification number (PIIN) for

this program was DAAK70-84-C-0030.

The author gratefully acknowledges the technical advice and

assistance of the Contracting Officer's Technical Representative

* (COTR), Mr. Brian K. Hornbeck (STRBE-NBC).
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FEASIBILITY INVESTIGATION OF
* UTILIZING THE INTERNAL FRICTION
%: DAMPING NONDESTRUCTIVE EVALUATION

TECHNIQUE (IFD-NDE) FOR MEASURING
THE DEGREE OF FATIGUE IN MOBILE

BRIDGE STRUCTURES

1.0 INTRODUCTION

The use of mobile modular bridges which can be quickly trans-

ported to a needed location and easily set up is crucial to the

transport of men and material under combat conditions. Because

of the need of these bridges to be light in weight however, de-

- sign safety factors used in their design are generally smaller

than those which might be used in a permanent bridge structure.

The fatigue life of mobile bridges will also be correspondingly

. less.

It is prudent therefore to develop a means of directly mea-

suring the degree of structural fatigue present so that bridge

sections with little remaining fatigue life can be removed from

service. It is important however that the means to measure fa-

* tigue life be functional in the typical environments experienced

"'-.' by military bridges.
I. °

A nondestructive test technique which has the potential for

[ - measuring the degree of fatigue in mobile structures has been

identified by DAEDALEAN, Incorporated (DAI). The technique is

called Internal Friction Damping Nondestructive Evaluation (IFD-NDE).

The physical property that is monitored in this technique is

the rate at which an energy impulse imparted to a material or

V0
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structure decays due to the internal friction of the material.

A change in the rate of decay reflects changes in the basic chem-

". ical and/or mechanical properties of the material due to an ac-

cumulation of subtle material variables. These material variables

- include the grain size, the chemical composition, interstitial

elements, dislocations, precipitate particles, strain rate effects,

etc.

By proper monitoring of the accumulation of these insidious

variables, it is possible to predict the remaining useful life

* •of many materials before a failure occurs.

Figures l and 2 show the basic laboratory equipment utilized

in the measurement of internal friction damping. A sine generator

(A) is used to drive an electromagentic shaker (B). When the

-" energy to the shaker is cut off, the decay of energy within the

specimen is monitored by a piezoelectric accelerometer (C). The

signal from (C) is sent to a frequency analyzer (D) where the

signal is filtered and amplified. The actual decay is observed

on a storage oscilloscope.

Figure 3 shows the typical change in a rate of energy decay

for a specimen as it nears a failure point. Figure 4 shows the

typical IFD-NDE response of a specimen exposed to fatigue load-

ing. The vertical axis of Figure 4 shows the specific damping

capacity which is a number that describes the rate of energy
a. -

decay. The horizontal axis shows the number of fatigue cycles.
0 AW
0 Early in the specimen's fatigue life the -W- is slowly increasing.w

Later in the specimen's fatigue life the -W- increases dramatically.wI
0'

or %1 V~%. . ..



DAEDALEAN, Incorporated

FIGURE 1 ANALYSIS EQUIPMENT UTILIZED IN THE IFD-NDE TECHNIQUE
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DETECTION OF INCIPIENT FAILURE BY
THE INTERNAL FRICTION NONDESTRUCTIVE

EVALUATION METHOD
NOTE CHANGE IN DECAY ENVELOPE

DECAY CURVE FOR UNDAMAGED MATERIAL DECAY CURVE FOR INCIPIENT CRACK FORMATION

FIGURE 3 REPRESENTATIVE DAMPING DECAY CURVES INDICATING CHANGES
IN INTERNAL FRICTION FOR INCIPIENT CRACK DETECTION
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If the specific damping capacity versus fatigue cycle history of

bridge material is determined in a similar fashion as that seen

in Figure 4, it would be possible to determine the remaining fa-

tigue life of the bridges.

Since the damping capacity of a material is a bulk material

property, differences in geometry are thought to have little effect

on the damping capacity and so the technique can be applied to any

shape or mass of a given material.

This technique could be easily adapted for field use since

* .the process can be computerized by changing the electrical signal

transmitted by the accelerometer into a digital signal. All the

equipment necessary to perform the test and reduce the signal to

a number describing the remaining fatigue life of a bridge could

i. be put into a microprocessor which would fit in a backpack. In

.- * such a form, the inspection process could be performed by a non-

technical person in the field who places the accelerometer and

shaker mechanisms onto the bridge, initiates the process by press-

ing a go button and records the damping coefficient number of the

0. particular section being observed as displayed on a digital read-

out. Other advantages of the technique include:

- The technique does not have to be active during

* o the occurrence of the failure mechanism.

.1 * The technique will work in the presence of background

noise.

- The technique can be computerized so that the

*0,4?

I,4"
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evaluation is not left to the subjective judgment

of the operator.

, It is not necessary to disassemble the component

during evaluation.

* The ability to sense incipient failure zones at

locations remote from the actual failure location.

* The ability to detect failures before they occur.

0

.

.'.
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2.0 TECHNICAL APPROACH

The technical approach for this program was to determine

the base line damping coefficient response of bar specimens of

various bridge material in the laboratory after various levels

of fatigue loading. The output of this work was a series of
-2

graphs relating the damping coefficient to the fatigue life for

the particular alloy being tested.

0

.%"

% ILI
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3.0 INVESTIGATION

V.'' Figure 5 shows a picture of the fatigue device constructed

'S 4'for the work. The device utilizes a hydraulically actuated cyl-

inder to impose a given load upon bar specimens which are located

-,. within a holding fixture on the device. The loading occurs in

three point fashion with the supports on 12 inch centers and the

load point midway between the centers. All contact points are

radiused and therefore the bar specimens are free to rotate about
4'

the contact points upon loading.

I0 The estimated load to which the bar specimens were exposed

were arrived at in the following fashion:

The formula for the maximum stress of a bar specimen in the

bending mode is
--_ .

S -

where: S = Stress (psi)
PL

M = Bending moment (lb. in.) - for this case
• .

where: P = load (lb.)

S L = distance between support points (in.)

Y bh2
= section modulus (in') - for this case

where: b = width of bar specimen (in.)

h = height of bar specimen (in.)

By substituting and rearranging the following equation is arrived

* at:

'" ., WP

RZ
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Since most available data indicated a yield strength for the al-

loys used in this program of 42,000-44,000 psi, 38,000 psi was

selected as an initial stress level.

Thus:

P - 2111 BH 2
.:z

The bar specimens utilized were I inch high by 2 inches wide,

thus the total initial load employed was 4,222 lbs. Subsequently,

it was found that a load level of approximately twice this was

A necessary to get a failure to occur in a reasonable number of load

cycles (10,000 - 15,000 cycles).

Three types of aluminum alloys were evaluated under this

program, those being 7005-T53 and 6061-T6 and 7075. After each

1,000 cycle interval, the specimen being evaluated was removed

from the load fixture and a damping coefficient was determined.

Figure 6 shows the experimental arrangement for performing

the IFD-NDE measurement. The bar specimen is seen in the fore-

ground. The device bearing upon the right end of the bar speci-

ment is an electromagnetic shaker which was used to excite the

specimen at a particular frequency.

The device attached to the middle of the specimen is a

" piezoelectric accelerometer by which the decay signal of the

specimen is monitored. The accelerometer was coupled to the

specimen by gluing a 10-32 flathead screw to the surface of the

* specimen with a fast setting adhesive. The accelerometer has

.1 ? a mating 10-32 threaded hole. The electronic device at bottom

Jr %Is.

% N..
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center of the picture is a sine generator which is used to drive

the shaker. The device at top center is a frequency analyzer

which receives the decay signal from the accelerometer, filters

the signal, and amplifies the signal. The device to the left is

a storage oscilloscope which displays the decay signal after it

has been filtered and amplified by the frequency analyzer.

The small box below the oscilloscope is a triggering device

which simultaneously cuts off the signal to the shaker and ac-

tivates the oscilloscope to record the decay signal.

* A photograph is taken of the decay trace on the oscilloscope
.:,

screen and this is used as the raw data. A typical picture of

the decay trace is seen in Figure 7.

Data taken from the photograph along with the driving fre-

quency and oscilloscope sweep time is reduced to a specific damp-

ing capacity by use of the formula:

= 1 - e-

.. AW

where: V specific damping capacity

ln An
N An

, where: N Number of cycles between any two points on the

-,? decay trace

Ao = Relative amplitude of signal at 0 cycles

A = Relative amplitude of signal at N cycles

. . . ...
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* FIGURE 7 PHOTOGRAPH OF TYPICAL DECAY TRACE AS SEEN ON
STORAGE OSCILLOSCOPE
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The data collected during the program is displayed in Fig-

ures 8A through 15B.

In these figures, those data series which had five pickup

positions (i.e. Figure XA through XE) has a stress raiser notch

present. The stress raiser notch has a radius of 0.25" and a

depth of 0.030". In these figures, data position no. 2 is on

the center of the compression side of the specimen. Data posi-

tions no. 1 and no. 3 are two inches either side of position

no. 2. Data positions no. 4 and no. 5 are either side of the

stress raiser notch which is on the tension side of the specimen.

Those data series which had four pickup positions (i.e.

Figures XA through XD) had no stress raiser notch. In these fig-

ures, data positions 1 through 3 were also as described above.

Data position no. 4 was on the center of the tension side of

the specimen.

For figure series 14 and 15, only two data points were

collected, those being on the center of the compression and

I.[ tension faces respectively. (Pickup locations 1 and 4.)

o Stress raiser notches were employed in order to ascertain

whether a difference existed in the data when the failure mecha-

nism was more concentrated.

Le
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4.0 DISCUSSION AND CONCLUSIONS

When employing this technique for ferrous alloys under pre-

vious research, it was found that the damping capacity rose grad-

ually but measurably during the first half of the materials life

and much more quickly during the last half of the materials life.

This made a convenient and reasonably reliable indicator of re-

maining material life.

This trend was not found in the aluminum alloys investigated

under this program however. For all specimens tested the damping

capacity remained at a fairly constant if somewhat erratic value.

For the 6061 and 7075 aluminum specimens a noticeable spike in

the values were noticed for most cases with about 30% remaining

material life. No such spike was observed for the 7005 aluminum

specimens.

Since the data did not show an increasing tendency over the

material life it is not felt that this technique would be a vi-

able test technique for military bridges. This is because, first-

ly, for those specimens where spike did occur with 30% remain-

* Oing life, the spike returned to a normal value in a short period

of time. In order to detect this spike, on a real structure in the

field, a test of the mobile bridge structure would have to be per-

* formed on a fairly regular and well documented interval. It is

not likely that this would be done under field conditions. Sec-

ondly, tle 7005 material, which comprises most of the bridge struc-

*tural components has no failure indicator at all.
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5.0 RECOMMENDATIONS

No recommendations are made concerning future work with this

NDE technique for the aluminum alloys tested under this program.
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6.0 DISTRIBUTION

U. S. Army Belvoir Research 2 copies
and Development Center

Attn: STRBE-NBC
Fort Belvoir, Virginia 22060

U. S. Army Belvoir Research 1 copy
and Development Center

Attn. STRBE-TQR
Fort Belvoir, Virginia 22060

4-

Defense Technical Information 12 copies

Center
Cameron Station
Alexandria, Virginia 22314

U. S. Army Belvoir Research 2 copies
and Development Center

Attn: STRBE-WC
Fort Belvoir, Virginia 22060
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